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& Bl M5-40V 40V 360Wh

#L AR Chinese

Name of Sample % Lithium—icn Battery Pack M5-40V 40V 360Wh
English

BT 1125080747

Sample No.

i LKA B4 (TH) ARAH

Consignor Euramco Safety (Ningbo) Co.,Ltd.

LY 25 2 AR (T HIRAF

Manufacturer Euramco Safety (Ninghao) Co.,Ltd.

== ‘|_1 ij-i @Tﬂ'ﬁh’mh\f& Tﬂﬂ'»
K7 ik ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria bT;"bG}'hC 10/11/Rev. 8

Test method

Section 38.3

e Gss PR T

FIRATR HE!SG#’EL ll} 11/Rev 8 38.3 UN Manual of Tests and Cri LEI'ld bT/bb/ﬁL 10/11/Rev. 8
Criterion i Section 3& 3
sod R
i ey,
Appearance Black and red Plastics cement and metal shell
H kX B 2025-08-26 ArpiALis B 5 2025-09-02 ~ 2025-10~10
Accepted Date Test Date
T FE AL AW =B ; vty s S0 J0 i fEE s ol o SR
1Bz
ﬁﬁ!:‘ﬁ Altitude simulatiaon, Thermal test, Vibration, Shock, External short
Test ltems cireuit, Impact, Overcharge, Forced discharge
LR, R AR GRICRIERAETHE) ST/SG/AC. 10/11/Rev. 8 38. 3hRHERR.
The sample has passed the test items of UN Manual of Tests and Criteria
AWM a4 |ST/SG/AC. 10/11/Rev. 8 Section 38.3
Conclusion
AW A M (Date) - 202
5 ] 7 i P i HhZH Rechargeable Lithium Battery.
Comment
=318 N2 / i@y
. /
Consignar
Addlrgess Post Code
we i I PO I 7
Approver: Checker: Compiler:
4%

Title:

eI & 4 G (Head of New Energy

Safety Department)
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Fx R R B LA FRERIFFEEHRT sk R AT &
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Name of Test Standard requirement or The i
No Test Result | Conclusion | Remark
; ltems Clause Number of Standard
AR (R F i
My ST/S6/AC. 10/11/Rev. B 38.3 HlHT. 1 WHFE 1
1 Eﬁﬁ?ﬂ UN Manual of Tests and Criteria Sep .*'L;pendi): 1 -é’-ﬁif, /
J‘-ltll’ﬂl!de ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Thabil :
simulation T,
B E g iR -
: ) ST/SG/AC. 10/11/Rev. 8 38.3 R48T. 2 WKsE 2
9 ﬁm'ﬁ;’, UN Manual of Tests and Criteria See Appendix 2 v /
Thermal test |s7/56/4C. 10/11/Rev. 8 Section 38. 3 Test Beri '
T.2
e [H L AT "
##3 ST/SG/AC. 10/11/Rev. 8 38,3 HEAT. 3 WBHE 3
3 Vbﬁm lN l_L'qua] of Tests éil]l! ['1'1:r..r.*rit| See Appendix 3 -%f.f.} g
ibration ST/SG/AC. 10/11/Rev. 8 Section 38,3 Test PREs
T.3 eIt
Do O e F _ i :
N i3 ST/SG/AAC. 10/11/Rev. 8 38.3 AT 4 e 4 P
4 Hﬂi‘ UN Manual of Tests and Criteria = ._t {ig 8 Ol
Shock : i ; See Appendix 4 (&) !
De oAASTESGAAC, 10/13fRev. 8 SectionyBBr3 Test i EHES e s . (S
il g Gl s B it =1
[T ey T e i
B ST/S6/AC, 10/11 /Rev 8 38,3 TRIAT, 5 B
] : SHISLB N Menual of Tests and Criteria S Appendi® 5 & /
External short |sr/56/ac.10/11/Rev. 8 Section 38.3 Test 2 ; e
circuit 1.5 &= Gl o
R ] 4 o 0 AT T ]
it W3 ST/S6/AC, 10/11/Rev. B 38,3 WAHT. 6 WL 6
A 1 1IN ?«1.‘-1n|La.': of Tests Hll[! FriTIFriH See Appendix 6 g /
mpact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T. 6
e § il RbRAET v
W) ST/SG/AC, 10/11/Rev. 8 38.3 RIAT. 7 W 7
Fi i‘t}’EEE [N Manual of Tests and Criteria See Appendix 7 fﬂﬁ. /
Overcharge  |sr/sG/AC. 10/11/Rev. 8 Section 38.3 Test Paecad '
™7 i
BAE (St
; # ST/SG/AC. 10/11/Rev. B 38,3 44T, 8 WL g
8 ﬁf‘ﬁ'}ﬂ% UN Manual of Tests and Criteria See Appendix 8 {}.Hg- 7
Forced discharge |sr/sc/ac. 10/11/Rev, 8 Section 38. 3 Test Picsad '
T.8 o
e i MBI B - 22°C-25'C  FRETHE - /%
. fent te rature:22°0C-25C io idity: /8
Test Environment Ambient temperature:22C-25°C Ambient humidity:/%
Condition
¥R )
PN @‘&%‘m% Test ltem
Subcontracted Test SEERT & #k / RiR
Condition Subcontracted | Name Post Code
Laboratory Ho bt / W15 /
Address Tel
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A5 1 RMAE LA | IR
No. Name of Test [tems Altitude simulation
s Ak a P
. I8 Al Before )5 Afte
Ha | Hank 2B REEAC |55k | HALE| K
%‘% Sample Status /ﬁ‘i' 71?—"33* i, % fﬁi %ﬁ&%& Mass Loss | Residual fﬂ.%
Samp|e Mass OCv Mass ocv oCcvV Olher
No. Ig Y] /g v /%% /% Event
1CYC5E 4 3E 1l . = ‘ : ; -
001 | joytronaoees | 2780.5 | 41.20 | 2780.5 | 41.20 0.00 | 100.00 | o
02 | menasa | 2rres | 4102 | 2t | 4100 0. 00 99.95 | ©
N A 7
003 | wem e | 2vros | 400 | ownes | 4o 0. 00 99.95 | ©
0L | Rt A | o755 | 406 | BeEsis | 104 0.00 | 99.98 | o
005 | psorcronri® V1T 0740.5 | 4b.94= || ‘ar80.s | 40,93 0.00 | 99.98 | o
006 | sucre sy ol ] R, 0 (E° 41. u6F0S00RTR0 || 141 MSNGESGHG0 99.98 [ o
007 | oo s s itbimareo. 5 (e 41c8 | 2780.5 fil4i. 11 0. 00 99.98 | o
008 | sacrcrrsr e, | 2B B 41 0| 278k5 EH41.08 0. 00 99.95 | o
) FEs |_4Thi5 space intentionally ¢

left blank

&ii: LR V-RA D-BAR R-RE F-RK 0-AMA. LRA. AMA. LR, ALK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly,No Rupture & No Fire.
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' 9 BMAE LA | AR
No. Name of Test Items Thermal test
FB T Bef RIS Aft
He | HaRE Bl BB Aer | g g am k| b4 S
%% Sample Status )ﬁi ﬂ"ﬁ&%ﬁ Ei’ %%@E_ Mass Loss| Residual m$
Sample Mass oCcv Mass oCcV OCV  |Other
No. g v ‘g Y % /%  |Event
LCYCSEA Fat : 5 L -
001 | jernrt® | 2180.5 | 4120 | 2779.0 | 40.66 0. 05 98.69 | o
002 | oeircERAm o | 2779.5 | 4l.00 | 2778.0 | 40.61 0. 05 99.05 | o
003 | eercEEme | 2779.5 | 41.07 | 2778.0 | 40.61 0. 05 98.88 | o
004 | joycrcEdfe | 27835 | 4104 | 27820 | 40.61 0. 05 98.95 | o
25CYCIE T - : o n T
005 | soemaeind V[ Le7e0.5= =40 93| ‘21785 |  40.59 0. 07 99,17 | o
006 | sommepss g G780 (= 41. IS I 2P0E0E B 4065 0. 05 98.78 | ©
007 | s poriy e sicfiieago. 5 [5 4108 | 2779.0 [i40. 64 0,05 | 98.86 | o©
008 Bocie Rt | 278155 | 41.708%) 27795 | 40,63  0.07 | 98.90 | o

2BCYC Fully charped

)R

[This space intentionally

left blank

&ii: L V-BA D-f4R R-sk% F-RK 0-Laik. LER. LA, LR, LK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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A% " RRAELH | )
No. Name of Test [tems Vibration
X ﬁ'ﬁ:‘&ﬁ ﬁ%ﬁa‘ Before 1.%(.2‘15?,% After E%ﬁﬁ ﬁ]’%‘%& -}\t‘f’lilz
3%'}5" Sample Status fﬁi 'ﬂ'ﬁ-@ﬂ‘- ))ﬁfi' ‘}T'-E&TEE Mass Loss | Residual ﬂlﬂ
Sample Mass ocv Mass ocv ocv Other
No. /g v /g N %% 1% Event
001 | jyoprrkR o | 2779.0| 40.66 | 2779.0 | 40.61 0. 00 99. 88 0
002 | qeemexm | 7m0 | 4081 | 27R.0 | 40.87 0. 00 99, 90 0
003 e | 27eae | Al 2778.0 | 40.59 0. 00 99. 95 0
004 | e, | 2820 | 46.61 2782.0 | 40,59 0.00 99. 95 0
005 | o Z50CEesol | | Caresi5Y| 40:50 | 2r7Bis | 4055 | 0.00%E89.90 . | o
006 | ,i3CEeR S o5 | | 0. 6o orilis | 408155 000 | 99.90 | o
007 | prrp i ieaz70 0 8 40.68 | 2779.0 | 2540, 60 0.00 [ 99.90 0
008 ZeCyCTE ALY 27795 | 40.88 % 2779.5 | 40.59
g W 9. 3 . 2779.5 .59 | 0.00 99, 90 0
‘-FﬁfFTMSSWWPim#MimH”y

left blank

Hix: LR V-IRA D-FRE R-2RE F-RK 0-R#AR. LB, LK. LRE. TRK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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% ] R A % A il
No. Name of Test Items Shock
X IE A 7 A E After
e T iXIE AT Before A e FEIRA | RAE | e
%5 Samﬂle St:;us RE Frigw )k -2 FF 34 %, /& | Mass Loss | Residual AR
Sample ’ Mass ocv Mass ocv OCV | Other
No /g v /g v % 1% Event
ICYCTE TR ‘ . . ,
001 | ioverrire | 2179.0 | 40.61 | 2779.0 | 40.60 0. 00 99.98 | o
002 | icErRE | 27780 | 40.57 | 2778.0 | 40.57 0.00 | 100.00 | ©
ICYCSEA f 97 ‘ 5C
003 | ool | 2778.0 | 40.59 | 2778.0 | 40.59 0.00 | 100.00 | ©
004 | joerirn | 27820 | 40.59 | 2782.0 | 40.59 0.00 .| 100.00 | o
005 | senrors®RE | 27785 | 40.55 | 27785 | 40.55 | 0.00 | 100.00 | o
006 | pcrcid bl P09 5 | 0.600 7 277905 | d0.60 | 0.00 | 99.38 | o
007 | oot Clomme.0 | 40.60 | 2779.0 | 40.60 |- 0.00 | 100.00 | o
008 | penXOLEATE Seclo2979.5 | 40,500 277905 | 40.50 0. 00 100.00 | o
V| 1o This space intentionally
—’L | s r ; left hlank

&k LR V-RA D-RA R-AE F-RK 0-Rithk. RARA. LMKk, LK. ALK,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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No. Name of Test Items External short circuit
i HakA B oninndl AeRs
Sample No. Sample Status B C QOther Event

001 m}{;ﬁﬁf f;jf"gml e 0

e m{"fﬁﬁf fﬁ:f.'god 57.6 54

(05 e of. 2 o

G400 35[1;2?(;51;?:« jﬁeﬁgmi 2k 2

il gj[fg{&ﬁ\ﬁ} e 56.1 2

i zqcf?ggﬁ_ﬁf jﬁ::-gmt ' i 0
LT 25 This space ing;;:;ldnal_ly 1eft
Fii: D-ARR R-ARA F-R K 0-RMk. LRX. LKA,

Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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No. Name of Test Items Impact
HEhs BBk A bR E R &R A H e
Sample No. Sample Status MG Extemlii:Temperaturc Other Event

4 LCYC 508 Capacity 23.4 0

Uiy ml{”:.tﬂ*?%wfa% ty 23.8 0

oLt LCYC 508 Capaeity 2.5 0

012 1nltmalnfori?.f| ty 24.2 0

U13 lnlrmu[b:ﬂr;:i Ly 23. 4 (8]

i 2501t 50% Gty | 23.8 o

B9 zﬁcfa?&%\?f ﬁ%ﬁ%u - &3 s o

£ 25(;&:5%%&?%:;%2% ty ; 23.5 0

) EGFA”V’:;{;‘;D;”CZ?&% ty - 442 o

018 25CYC HO%#H & 94, 1 B

25CYC B0% Capacity

W] —1 e (£ This space intentionally left
LI blank

&k D-ffik F-RK 0-RAHK. K.
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A% . AR A LA | LA

No. Name of Test ltems | Oyercharge
Mok Aok A HAIF
Sample No. Sample Status Other Event

019 1030 Fully chusged :

020 l(l[lfif;lﬁj} fi;%gexl Q

021 iH[HEgE‘{_Ll'? nﬁi:&gvd L

022 i['r{]{:;ﬁ? :E:;%gszll &

03 25rf?f;tilfﬁlj\ ::}E;jfgt’.d 5

(a4 zscfs(igﬁ? .cfi;L;ged 9

025 SN Furty Dharasd 4

026 et 0

25CYC Fully charged

LLF2H

This spae@-intentionally Tefr blank.

&t D-fEIK F-RK 0-LBEIK, ALK,

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A5 g &M A B & AR B

No. Name of Test Items Forced discharge
#u‘:ﬂgﬁ% #F&;Hi?‘és ;LZ'F&J}{'.%.
Sample No. Sample Status Other Event

027 10YC ]ﬁ.\ﬁi’:mﬁffﬁmeﬁ 0

028 1CYC lifL::LJ\Lﬂdllhfc—Ea rged 0

029 1CYC ﬁff} %i;iﬁarg ed 0

030 ICYC lszﬁﬁ'ﬁfh“a rged 0

031 1CYC l::fLLL :Tiﬁfcfﬁged 0

032 1CYC If“(u}]&)\?ﬁ%}irgui 0

033 1{:?(:-’-&3%%%35&1‘3?11 g ' § O

0NCoE 2T |

034 ICYC Fully discharged o
035 1CYC lFLJiLjH éri%r?a rged : : - 0
056 1GYE ]]*[nYi[I{E Tijﬁr%a rged | 0
037 25(3‘(’(? qlt 1 :[I(E?Th A::Jj r!ll*i{r‘m'gcd 0
038 25(.’-‘['(?31 r:f;\'—' /3_;:1’ ft:?arg ed 0
e i
038 25r~vr'iarf':|{i? Akjﬁ-‘itl‘m-gm 0
040 25['\‘(’25&?;5% ?T]Eﬁ?d rged 0
041 250 Y{'Z ii:ﬂt%%iﬁa rged 0
042 25(»‘(25;:1('153 Eﬁiﬁ#ﬂrnml 0
043 EECYC??EE LJ\L Eﬁii#argcd 0
044 25(‘&1??5?.1(}% T[]E{:lin-ged o
045 25C &"(‘2 E[‘-ft }!(IZL ‘31\115[#:3 rged 0
046 25C&’L‘25F(:‘f£§?: ?Fili':lf‘ar ged Y

& DR F-RK 0-AMk. &K,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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